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深圳市正安有机硅材料有限公司 /东莞市正安有机硅科技有限公司.客户名称 :.

深圳市坪山区碧岭社区沙坑路29号/东莞市横沥镇西城工业区二区B3栋

.

客户地址 :.

硅胶GA-1053.样品名称 :.

型号 :. GA-1053.

客户参考信息 :. 请参见备注.

以上样品及信息由客户提供。.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS工作编号 :. GZPL2211011294PC - GZ .

样品接收日期 :. 2022年11月22日.

2022年11月22日 - 2022年11月25日.检测周期 :.

检测要求 :. 根据客户要求检测.

检测方法 :. 请参见下一页.

检测结果 :. 请参见下一页.

检测结果概要 ：.

检测要求. 结论.

EN 71-3:2019+A1:2021 – 可溶性元素含量(类别III :可刮取的玩具材料).. 符合.

Jany Zhong钟臻.

批准签署人. . .

通标标准技术服务有限公司广州分公司
授权签名.
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检测结果 :.

检测样品描述 :.

样品编号. SGS样品ID. 描述.

SN1. CAN22-251793.001 无色透明硅胶片.

备注：

      (1) 1 mg/kg = 0.0001%
      (2) MDL = 方法检测限

      (3) ND = 未检出 ( < MDL )

      (4) "-" = 未规定

EN 71-3:2019+A1:2021 – 可溶性元素含量(类别III :可刮取的玩具材料).

检测方法 :. 参考EN 71-3:2019+A1:2021，采用 ICP-OES进行分析。

六价铬用IC-UV/LC-ICP-MS进行分析。.

001.

可溶性铝 (Al). 28130 mg/kg. 50 ND.

可溶性砷 (As). 47 mg/kg. 10 ND.

可溶性硼 (B). 15000 mg/kg. 50 ND.

可溶性钡 (Ba). 18750 mg/kg. 50 ND.

可溶性镉 (Cd). 17 mg/kg. 5 ND.

可溶性钴 (Co). 130 mg/kg. 10 ND.

可溶性三价铬 (Cr(Ⅲ)). 460 mg/kg. 5 ND.

可溶性铜 (Cu). 7700 mg/kg. 50 ND.

可溶性汞 (Hg). 94 mg/kg. 10 ND.

可溶性锰 (Mn). 15000 mg/kg. 50 ND.

可溶性镍 (Ni). 930 mg/kg. 10 ND.

可溶性铅 (Pb). 23 mg/kg. 10 ND.

可溶性锑 (Sb). 560 mg/kg. 10 ND.

可溶性硒 (Se). 460 mg/kg. 10 ND.

可溶性锌 (Zn). 46000 mg/kg. 50 ND.

可溶性锶 (Sr). 56000 mg/kg. 50 ND.

可溶性锡 (Sn). 180000 mg/kg. 4.9 ND.

可溶性有机锡. 12 mg/kg. - ND.

可溶性六价铬(Cr(Ⅵ)). 0.053 mg/kg. 0.020 ND.

评论. 符合.

MDL检测项目. 限值. 单位.

备注 :.
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1. 根据EN 71-3:2019+A1:2021第10.1.2章节规定，Cr(III)结果由以下公式换算得到：可溶性三价铬=可溶

性总铬-可溶性六价铬

2. 如果可溶性总锡的结果，经过换算后不超过EN 71-3:2019+A1:2021规定的可溶性有机锡的要求，则不要

求做可溶性有机锡的确认性检测。.

除非另有说明，参照ILAC-G8:09/2019，使用简单接受（w =0）的二元判定规则进行符合性判定。.

除非另有说明，此报告结果仅对检测的样品负责。本报告未经本公司书面许可，不可部分复制。.

检测报告仅用于客户科研、教学、内部质量控制、产品研发等目的，仅供内部参考。.
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备注： 
 

GA-10 series/GA-11 series/GA-12 series/GA-13 series/GA-14 series/GA-15 series/ 

GA-16 series/GA-17 series/GA-18 series/GA-19 series/ GA20 series/ GA21 series/ 

GA22 series/ GA23 series/ GA24 series/ GA25 series/GA26 series / GA27 series/ 

GA28 series/ GA29 series/GA-30 series/GA-31 series/GA-32 series/GA-33 series/ 

GA-34 series/GA-35 series/GA-36 series/GA-37 series/GA-38 series/GA-39 series/ 

GA-50 series/GA-51 series/GA-52 series/GA-53 series/GA-54 series/GA-55 series/ 

GA-56 series/GA-57 series/GA-58 series/GA-59 series/GA-60 series /GA-61 series / 

GA-62 series /GA-63 series /GA-64 series /GA-65 series /GA-66 series /GA-67 series / 

GA-68 series /GA-69 series /GA-70 series/GA-71 series/GA-72 series/GA-73 series/ 

GA-74 series/GA-75 series/GA-76 series/GA-77 series/GA-78 series/GA-79 series/  

GA-80 series/ GA-81 series/ GA-82 series/ GA-83 series/ GA-84 series/ GA-85 series/  

GA-86 series/ GA-87 series/ GA-88 series/ GA-89 series/GA-90 series /GA-91 series / 

GA-92 series /GA-93 series /GA-94 series /GA-95 series /GA-96 series /GA-97 series / 

GA-98 series /GA-99 series 
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样品照片:.

CANML2225179302

CAN22-251793.001 .

此照片仅限于随SGS正本报告使用.

*** 报告结束 ***.
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